DRYVALL ACCESSORY JOIRT COLPOUND DOLLITINNO: 2 v
PRODUCTS (POLYIERIC PASE) PAGE. il
.Appnovus qL\%/ PRODUCING PLANT CANC ELs,' J 6003 o
L (% ?‘0"’17@4/‘ SEATTLE DATE: .8’/25/6_’?
BULLETIN DESCRIPTION % | pounps cmw}:s_
220 Whiting 19.63 1000 .
250 |Mica, WMC P 8OF - 15,89 | 300
260 | Sericite, Narvon 19.85 |- 400
045 . | Acbestos 7RF 10 V44 150 |
166 | Hamaco 277 | 2.48. 50 _
330 | Polyvinyl Aleohol 1.98 40
164 | Glyoxal 80% ” 0 8
453 Preservative .10 2
245 | Thickener .50 10
441 | HC Tale . 248 50
454 Nopeo Pb 1 .25 5
TOTAL 100,00 2015
" MANUFACTURING INSTRUCTIONS
1.  See Process Bulletin J 303
2. Mxing time shall be 8 mmutes minimam and 12 minutes maximum,
QUALITY GONTROL: , ,
™1 - _ Viscosity, 150 gm cyiinder @. 5 sec 38 - 40 rmn
TM-3 Tﬁpe Bond | ‘9 - 10

Th-6 J}pplic ation

TM-7 - Workability

TM-35 0.25 on;ic

Acid Test

Equal. to Standard

Equal to Standerd

No firm gel after 1 min
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PROLUCTS R ' {ERIC BASE) - MR -
i I:UCJ ’" B (FOLY_].LRI.(; .BAS ) PAGE: 2 of 2
7 ,' - -
APPROVALS: - {\k" SR CANCELS: " J 6003 .
A - SEATTLE . DATE:
M@WGM <£ 2 S | ATE:  8/25/69
RQD 1! CIrIchgr"s )
‘Test Method ' | o
™-1 - Viscosity 150 gm cylinder @ 5 sec . ‘ : C
' 200 gm to 170 cc water ) 38 - 40 mm
TM-1A | Viscosity (mixing water of 170 ce/ |
: ' 200 gm) (Sq T.C., @ 5 RFM, Helipath
" motor on) 150,000 to 325,000 cps
TM-2 pH (Beckmzn meter) . . 8.0 to 9.2
T4-3  Tape Bond @ 70°F, 40-70% RH ' 9 - 10
Ti-3 ~  Tape Dond @ 42°F, 50-90% RH - 8-9
(after recovery at room temperature) -
: TM-5 ° Open Time @ 70°F (mmute_s) : - 15 minimam
™vV-9 ,Shrih_kage (c\ip method), mas: imus ' . 32%
TM-10 - Edge Cracking €@ 110°F (normal test) None
- TM-12 Grit - percert total "~ A1l passing 80 mech
' - screen 0.05% .
T TM-1l6 Rate of Wetting (seconds) ' o 30 meximum .
T™-18 . - Vater 'Hes'istance( mimtes) . ' _ .2 pinimum

™-25 R . Normal .{pplication Consistency, cc - 82~ 87
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